
 

: Sandwich Foam Board Quality Report 

From          : Quality Department 

Product       : Sandwich Foam Board 17 mm 

Sample received: 23 / 01 / 2025.                            Test date :28/01/2025. 

This shipment meets all the quality standards as illustrated in the table below: 

Properties Value Standard 

Thickness 17 mm 17 mm 

The Board`s  Weight 31.900 kg 32 kg 

Density 630 Kg/m³ Kg/m³ 

Bending (Max load) 3925 N 2500:3500  N 

Compressive Strength at 
10% Strain 

10.2 MPa 5 : 15  MPa 

Side screw 838.9 N 500 N Min. 

Face screw 968.6 N 700 N Min. 

Tested by,  Eng : Mohamed Fawzy. 

 


